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Kurzfassung

Das WTA-Merkblatt Anti-Graffiti-Systeme stellt die grundlegenden Forderungen fir eine még-lichst
wirksame und dabei schonende Vorbehandlung von Bauwerken gegeniiber Farbanschla-gen zu-
sammen. Es wendet sich damit an Architekten, Planer und Ausfuhrende. Ausgehend von den maogli-
chen Baustoffen werden die prinzipiellen Varianten aufgezeigt, mit permanenten, semipermanenten
bzw. temporéaren Schutzsystemen in der Praxis umzugehen. Neben der Erlauterung der Wirkprinzi-
pien werden Testmethoden vorgeschlagen, die eine Bewertung der Funktionalitat, der Witterungs-
stabilitat, aber auch bauphysikalischer Konsequenzen durch Anti-Graffiti-Systeme fir den Baustoff
mdoglich machen.

Abstract

The fundamental requiremants for a most effective and at the same time gentle pretreatment of sur-
faces of buildings in order to protect them against colored spraying are compiled in the WTA-
Recommendation “Protective Systems with respect to Graffiti-Solling”. This document is meant to be
used by architects planning engineers and craftmen. In relation with the most frequently used build-
ing materials the different possibilities of protection of buildings and their handling are outlined. Per-
manent, semi-permanent and temporary protective systems are to be distiguished. Mechanisms of
different protective systems are explained. Test methods are suggested in order to assess the func-
tioning, the resistance against wheathering and the influence of a protective treatment on the build-
ing physical behaviour of materials.

Résumé

La feuille de reseignement WTA « Anti-Graffiti-Systemes » résumeles exigences fundamentales
pour un traitement efficace et en méne temps plein d’égards des batiments victimes de graffitis. Ain-
si eile s'adresse aux architectes, aux projecteurs et aux exécutants. Les variantes princi-pales de
l'utilisation de systémes de protection permanents, semi-permanents resp. temporaires sont mon-
trées en partant des différents matériaux aptes au service. Des methodes de test qui permettent
I'évaluation la stabilité contre la décomposition et les conséquence de la physique de batiment pour
le matériau par I'action du systéme anti-graffiti, sont présentées a c6té des explications sur les mo-
des d’'action.
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